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Contents Requirement Result Comments

 VISUAL To depend  on Visual  Requirement OK

To depend  on customer information OK

To depend  on customer information OK

To depend  on customer information OK

To depend  on customer information OK

To depend  on customer information OK

To depend  on customer information OK

No excessive voids, crack OK

OK

4-4 Soft Etching
corrosion resistance
4-5 solder resist
hardness >6H 7.26 H

QA Check-list

Reliability Test

 Dimension
Measurement

Inpendance
Measurement



AC RE AC RE

MIN MIN
MIN MIN

NO TOLERANCE(+) TOLERANCE(+) AC RE NO TOLERANCE(+) TOLERANCE(-) AC RE

*1 0.002 0.002 0.02900 ~ 0.02953 26

*2 0.002 0.002 0.03408 ~ 0.03543 27

*3 0.002 0.002 0.04212 ~ 0.04331 28

*4 0.002 0.002 0.05845 ~ 0.05906 29

*5 0.002 0.002 0.07902 ~ 0.08000 30

6 0.003 0.003 0.07874 ~ 0.07900 31

*7 0.002 0.002 0.15600 ~ 0.15748 32

8 33

9 34

10 35

11 36

12 37

13 38

14 39

15 40

16 41

17 42

18 43

19 44

20 45

21 46

22 47

23 48

24 49

25 50

NA NA

White White
Blue Blue

PASS
WARP&TWIST 0.70% 0.12~0.23%

0.003506" 0.00360" O/S TEST 100%TEST
0.00411" UL MARK DTI BV-1 DTI BV-1

FR-4 FR-4 PEELING TEST NO PEEL OFF PASS
0.03990+/-0.00399" 0.03845~0.04180"

B.   HOLE SIZE: (UNIT -INCH)    "*'' NON-PTH   ( )

0.02953

0.004000"

  RESULT    REQUIREMENT

SOLDER MASK
LEGEND

LINE WIDTH
SPACING

ANNULAR RING

0.08000

  REQUIREMENT

0.05906

0.04331

0.03543

   RESULT
MATERIAL

0.07874

0.15748

END!

DATE CODE YYWW 0740

A.  VISUAL( )
ITEM   RESULTREQUIREMENT

BOARD THK

ITEM REQUIREMENT

DISPOSITION:  ACC REJ UAI

RESULT



NO TOLERANCE(+) TOLERANCE(-) AC RE NO TOLERANCE(+) TOLERANCE(-) AC RE
1 0.20mm 0.20mm 3.97mm ~ 4.00mm 26

2 0.008 0.008 0.197 ~ 0.197 27

3 0.008 0.008 0.196 ~ 0.198 28

4 0.008 0.008 2.203 ~ 2.205 29

5 0.008 0.008 2.124 ~ 2.126 30

6 0.008 0.008 2.283 ~ 2.285 31

7 0.008 0.008 2.109 ~ 2.111 32

8 0.008 0.008 3.744 ~ 3.745 33

9 0.008 0.008 3.615 ~ 3.618 34

10 0.008 0.008 2.466 ~ 2.467 35

11 0.008 0.008 4.839 ~ 4.840 36

12 0.008 0.008 7.191 ~ 7.192 37

13 0.008 0.008 9.562 ~ 9.563 38

14 0.008 0.008 9.920 ~ 9.921 39

15 0.008 0.008 4.196 ~ 4.197 40

16 0.008 0.008 4.650 ~ 4.655 41

17 42

18 43

19 44

20 45

21 46

22 47

23 48

24 49

25 50

AC RE 1

2

3

4

5

6

0.00101~0.00121"

ITEM   REQUIREMENT    RESULT
D. MICROSECTION:(UNIT-INCH)  E.   REMARK

END!

4.650

4.197

9.921

9.563

7.192

4.839

2.467

3.618

3.744

2.109

2.283

2.126

2.205

0.197

0.197

4.000

C.   OUTSIDE DIMENSION:(UNIT - INCH)

   REQUIREMENT   RESULT    REQUIREMENT RESULT

DISPOSITION:  ACC REJ UAI

Au 3 u"   MIN 3.97~5.03 u"

Ni 100  u"   MIN 139.87~167.94u"

HOLE Cu 0.0009
OSP 0.2~0.5 um 0.29~0.41 um

Cu
SURFACE Cu 0.0013 0.00141~0.00157"



Side( )

I 1 2 3

II 4 5 6

1 1.41 1.01 1.21 1.19

2 1.46 1.12 1.05 1.05

1 1.54 1.05 1.13 1.01

2 1.48 1.06 1.21 1.12

1 1.57 1.12 1.05 1.06

2 1.56 1.02 1.12 1.05

Unit:(mil)

Registrat
ion

( )

1.16

1.12

1.15

0.39

0.41

0.36

0.39

GTA02_MB_A4(
50-71429-00)

10/05

1.44

08KT49350D0A

1.51

1.57

COPPER
PP 1078 61%

COPPER
PP 1080 65%

COPPER
PP 1080 65%*2

COPPER
FR-4

COPPER
PP 1080 65%*2

COPPER
PP 1080 65%

COPPER
PP 1078 61%

COPPER

( )

1.07

1.587
2.505
0.667
2.556
0.764
6.086
1.231
5.994
1.301
6.203
0.711
2.504
0.665
2.431
1.543

0.41

0.35

1.30
2.49

1/3 oz
2.49

0.5 oz
6.16

1.0 oz
6.00

1.0 oz
6.16

0.5 oz
2.49

1/3 oz
2.49
1.30

1.10

Plated Microsection Inspection Report

Work
Time

( )

Etchbac
k

( )

Rough-
ness

( )
Side Hole Side 

Lamination

DISPOSITION:  ACC REJ UAI

(Tenting)

            Hole( )
No.

1.11

Total Copper
( ) Tin( )

Hole



DATE D/C
RESUL
T(ppm) AC RE

Oct.05,2007 0740 0 v

DISPOSITION:  ACC REJ UAI

Delton  Technology  Incorporated
SOLDERABILITY  TEST  REPORT

CONDITION REQUIREMENT ACTUAL  RESULTS

SOLDER TEMPERATURE 245 5 250

DIP TIME 3~5  s 5  s

RESULT

CUSTOMER P/N DELTON P/N TOTAL HOLES DEWETTING  HOLES

GTA02_MB_A4(50-71429-00) 08KT49350D0A 8 0

REMARK:1.S/S  100%Wetting.
               2.C/S  100%Wetting.

Check by Ruirui_Wang INSPECTOR Huifeng_Jiang



0740
Oct.05,2007

V

DISPOSITION:  ACC REJ UAI

Delton Technology (GZ) Incorporated
THERMAL STRESS TEST REPORT

3.Solker  Mask:  No  Peel  Off.  No Crack.

Check by INSPECTOR Huifeng_Jiang

REMARK:
1.Holi Wall  :No Crack  ,No  Separation
2. Laminate  : No Delamination,  No Blistering.

4 0 NO CRACK

RESULTS:

QUANTITY BOARDS TESTED

AC RE REMARKPASS FAIL

SOLDER TEMPERATURE 288 5 293

DIP TIME 10+1/-0 s 11 s

TEST CONDITION AND RESULTS:

CONDITION REQUIREMENT ACTUAL RESULTS

CUSTOMER P/N GTA02_MB_A4(50-71429-00)   DATE  CODE
DELTON P/N 08KT49350D0A DATE OF TEST



DISPOSITION:  ACC REJ UAI

Open&Short Circuit Test

8000HV

250V

20mA

10M

20

PASS



MAX MIN AVG
2 (

Total

: GTA02_MB_A4(50-71429-00)

Impendance Measurement Report



    We hereby certify the materials listed above to be in compliance with the terms
and conditions of your purchase order ,including all  applicable drawings and
specifications. meet or  exceed  U.L. flame  classification 94V--0.
Inspectionrecords and  test date necessary to substantiate this certificationare on
file.

PART#: GTA02_MB_A4(50-71429-00)

QUANTITY: 600   PCS

CUSTOMER:

P.O.#:

Delton Electronics Inc.
Customer Drawing &COC

Date: 2007.10.05

D/C: 0740




































